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Abstract

This thesis explores the formation of ICF compatible foam layers inside of an ablator shell used for
inertial confinement fusion experiments at the National Ignition Facility. In particular, the capability of p-
DCPD polymer aerogels to serve as a scaffold for the deuterium-tritium mix was analyzed. Four different
factors were evaluated: the dependency of different factors such as thickness or composition of a
precursor solution on the uniformity of the aerogel layer, how to bring the optimal composition inside of
the ablator shell, the mechanical stability of ultra-low density p-DCPD aerogel bulk pieces during wetting
and freezing with hydrogen, and the wetting behavior of thin polymer foam layers in HDC carbon ablator

shells with liquid deuterium.

The research for thesis was done at Lawrence Livermore National Laboratory in cooperation with the

Technical University Munich.
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1 Introduction

In a world with an increased demand for energy [1-4], nuclear fusion, the sun’s energy source, is a
potential promising candidate to contribute to the global energy mix [5-11]. One advantage of nuclear
fusion reactions over traditional chemical reactions is the high energy density. For example, the energy
released during a deuterium-tritium-reaction is 17.6 MeV?, whereas the energy required to ionize atomic
hydrogen is just 13.6 eV. Deuterium-tritium-reactions have the advantage over other possible fusion
reactions of a high energy output and a large cross-section at feasible temperatures and are, therefore,

used for most fusion based experiments.

To achieve controlled nuclear fusion reactions for energy research and high density physics experiments,
the Lawson criterion has to be fulfilled, which states “that not only must the temperature be sufficiently
high, but also the reaction must be sustained long enough for a definite fraction of the fuel to be
burnt.”[12, 13] Therefore, the plasma needs to be confined so that the product of temperature and pressure
necessary for the fusion reaction reaches the threshold. Two approaches to confine the plasma are

considered: Magnetic Confinement and Inertial Confinement.

1.1 Magnetic Confinement Fusion

Magnetic confinement fusion uses magnetic fields to confine the energy by influencing the movement of
the charged particles within the plasma. The Lorentz force holds the particles close to the magnetic field

lines, since charged particles can only move freely along the magnetic field lines. Two of the most

'D+ T =>"He (3.5 MeV) + n (14.1 MeV)



advanced geometrical designs are the tokamak[14] and stellarator[15] design. The tokamak reactor is a
torus in which the ring is surrounded by electromagnets that create a toroidal magnetic field and uses an
induced plasma current to create a poloidal field. The combination of the two fields prevents the drift of
particles across the magnetic field allowing a stable plasma equilibrium. The plasma is confined long
enough to allow the deuterium and tritium to fuse and produce energy. To start the fusion reaction
deuterium and tritium is injected into the evacuated reactor vessel and heated to 10° K by different
methods such as ohmic heating, magnetic compression[16, 17], high frequency plasma heating[18], or
neutral beam injection. Once the product of temperature and pressure is high enough, the *“He particles
heat the plasma so that the reaction is self-sustaining. The “He particles and additional particles escaping
the confinement need to be removed by a divertor[14, 19, 20]. The other possibility to create the helical
twisting of field lines is the stellarator concept, which uses exclusively external coils to create the
magnetic field. This theoretically allows continuous operation and also prevents potential instabilities
caused by the plasma current. JET in Culham, United Kingdom and ASDEX Upgrade in Garching,
Germany are tokamaks currently in operation. ITER, an experimental tokamak reactor, in Caderache,
France is currently in the process of construction. Wendelstein 7-X, an experimental stellarator, is also

currently being built in Greifswald, Germany.

1.2 Inertial Confinement Fusion

In inertial confinement fusion experiments, on the other hand, a solid or liquid deuterium-tritium mixture
is compressed and heated to 10° K until the product of temperature and density is high enough, that the
reaction reaches the Lawson criterion. One approach to reach the high densities, that are required, was
published by Nuckolls et al.[10, 21]. They suggested a spherical implosion of a microsphere filled with

the deuterium-tritium-mixture. This microsphere is commonly referred to as a ‘target’. The target is
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usually compressed by a high-powered laser or ion beam, which hits the deuterium-tritium mixture
symmetrically from all sides. This causes the ablator, the outer layer of the target, to vaporize in an
outward direction, creating a reaction force, which accelerates the residue of the target in the opposite
inward direction. The compressed deuterium-tritium mixture is extremely densified and heated up,
causing the atoms to fuse. The confinement time is short enough that the inertia of the plasma itself is

enough to confine it, leading to the name inertial confinement fusion.

In ion beam driven inertial confinement fusion experiments[22-25] a high energy beam of ions deposits
its energy in the target, causing the fuel inside to compress and to ignite through shock implosion. Two
possible concepts are heavy ion beams[24, 26] or light ion beams[23]. Profiles of density, temperature

and pressure at different times are explained in depth by R.C. Arnold and J. Meyer-ter-Vehn[24].

Most of the concepts developed for laser driven inertial confinement fusion experiments propose hollow
spheres as a target with different layers one the inside, one of them made of cryogenic deuterium-
tritium[27-29]. A time shaped laser pulse is shot on the target in such a way that isentropic compression is
achieved. The target is compressed in less than 10 s to densities of the order 10° times of solid hydrogen
until the Lawson criterion is fulfilled and ignition conditions are reached. If the laser is not shot directly

onto the target, but into a hohlraum surrounding the target, the laser light is converted into X-rays, which

Fuel layer

Fuel capsule

Figure 1: Indirect drive approach to inertial confinement fusion: The energy of the laser is directed inside a hohlraum,
converting the light into X-rays, which are compressing the target. Source: NIF.



are compressing the target and ignite a fusion reaction. One of the advantages of this indirect drive
approach is that the X-rays are causing a more symmetric implosion of the target. A very detailed
comparison of direct drive and indirect drive approaches was done by C. Orth[30]. The indirect drive
approach is currently used at the National Ignition Facility (NIF), Lawrence Livermore National

Laboratory.

1.2.1 NIF

The National Ignition Facility at Lawrence Livermore National Laboratory, California, is the largest and
most powerful inertial confinement fusion research facility built to date. NIF’s laser is split into 192

beams, amplified and delivers 1.8 MJ of ultraviolet light into the target chamber (figure 2).
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Figure 2: Components shape, smooth, and amplify the laser pulses generated by the National Ignition Facility’s (NIF’s) 192
beam lines, which all converge in the target chamber. Source: LLNL.

As mentioned above, NIF currently uses an indirect drive approach to heat and compress the target.
Therefore not all energy from the laser reaches the target itself. Only roughly 75% of the energy is
converted into X-rays and, due to heating of the hohlraum to temperatures of 250-300 eV or X-rays that
escape, only 150 kJ reach the target.[31] The target is heated to more than 10°K and densified to roughly

1000 g/cc creating energies on the order of 10 to 35 MJ[32].



1.2.2 Foam lined ignition targets

In order to take full advantage of the unique laboratory environment that is created by the National
Ignition Facility complex target structures are necessary. Guided by computer simulations numerous
target designs have been developed and reported to the literature.[33, 34] One approach for direct drive
fusion targets, which was first reported by R. A. Sacks, is “the use of a small pore size, open cell, rigid
foam structure as a sponge to precisely define the [fuel] layer contours and to stabilize the liquid against
gravitational slumping.”[35] The foam can act as surrogate to simulate the cryogenic fuel layer, which
requires the foam to have a density similar to the deuterium-tritium at 14K (roughly 250 mg/cc) and a
thickness comparable to the deuterium-tritium ice layer (roughly 60 um). It simulates the mass effect of
deuterium-tritium ice to measure the implosion velocity. In targets that have the deuterium-tritium-
mixture, an additional advantage for having a foam layer inside these targets is that it permits bringing
dopants in direct contact with the deuterium-tritium-fuel. The third, future target type, which has a foam
layer inside, uses the foam to define the distribution of cryogenic deuterium-tritium, and should thus have
the same thickness than the deuterium-tritium ice layer. The density should not exceed 10% of the density
of cryogenic deuterium-tritium (25 mg/cc).

Different concepts of spherical foam targets based on R. A. Sack’s concept have been developed for
direct drive fusion experiments.[36-44] These approaches, however, are difficult, if not impossible, to
extend to the foam shells required for indirect-drive NIF ignition targets, as they require thinner and
lower-density foam shells in combination with a much thicker ablator shell (> 80 pum instead of the only
few pum-thick polymer permeation barriers used in direct-drive targets). Beyond diagnostics and nuclear
physics applications, foam-lined targets with thicker foam layers also have the potential to greatly
facilitate the fabrication of smooth and homogeneous DT fuel layers for indirect-drive ICF

experiments.[45]
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2 Experimental Results

This thesis explores the formation of ICF compatible foam layers inside of an ablator shell used for
inertial confinement fusion experiments at the National Ignition Facility. In particular, the capability of p-
DCPDI[46, 47] polymer aerogels to serve as a scaffold for the deuterium-tritium mix was analyzed. Four
different factors were evaluated: the dependency of different factors such as thickness or composition of a
precursor solution on the uniformity of the aerogel layer, how to bring the optimal composition inside of
the ablator shell, the mechanical stability of ultra-low density p-DCPD aerogel bulk pieces during wetting
and freezing with hydrogen, and the wetting behavior of thin polymer foam layers in HDC carbon ablator

shells with liquid deuterium.

2.1 Uniformity dependency

One of the most important requirements for inertial confinement fusion experiments is a symmetric
implosion of the target. Imperfections in the foam layer could seed Rayleigh-Taylor instabilities leading
to a non-symmetric implosion.[48-51] The Rayleigh-Taylor instability growth on low-density foam
targets has been extensively studied[52], stating that a uniform polymer foam layer is essential for
successful inertial confinement fusion experiments. Therefore, the dependency of different factors on the
uniformity of the aerogel layer was analyzed. For these experiments thin layers of different DCPD
compositions were formed under shear with specific predetermined conditions and compared to each

other to find the best configuration to form thin film layers.
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The coating experiments were performed in rotating vial geometry with a low profile roller (Stovall Life
Science). This allowed simulating coating conditions under shear in a controlled environment, which is

close to the coating process of the targets.

b)

a) velocity of liquid

Figure 3: a) Schematic presentation of the shear flow caused by the velocity gradient, which is caused by the interplay of
friction and gravity; b) representative picture of the experimental setup: glass vials were filled with a precise amount of

precursor solution and placed on the roller to simulate shear conditions.

The vials (10 ml ampoule, clear, pre-scored, 17.6 mm inner diameter, Wheaton Industries) were filled
with the necessary amount of gel precursor solution to get the desired layer thickness, sealed with
Parafilm M or Polytetrafluoroethylene-Copper-sealant tape (Graigner) to prevent evaporation and rotated

at 11 rpm during gelation.

Dicyclopentadiene (DCPD, CyoHs,, Aldrich), norbornene (NB, C;Hyo, 99%, Aldrich), and Grubbs® 1%
generation catalyst, bis(tricyclohexylphosphine)benzylidene ruthenium (IV) dichloride (+97%, Aldrich)
were used as received without further purification. As supplied, the DCPD monomer is predominantly
endo isomer and contains butylated hydroxytoluene as stabilizer. Toluene (anhydrous, 99.8%, Aldrich)

was purged with nitrogen gas prior to use. Poly(dicyclopentadiene-random-norbornene) (P(DCPD-r-NB)

12



gels were prepared from ring opening metathesis polymerization (ROMP)[46, 53-56] of DCPD and NB in
toluene with Grubbs’ 1% generation catalyst[57]. Density of the P(DCPD-r-NB) aerogels and gelation
time were adjusted by the DCPD/NB-to-toluene and the DCPD/NB-to-catalyst ratio, respectively. For
example, 50 mg/cc P(DCPD-r-NB) aerogels with 10 wt.% NB (relative to PDCPD) and 0.2 wt.% Grubbs’
1*" generation catalyst were prepared by mixing 10 mL of a 50 mg/cc DCPD/toluene solution with 1 mL

of a 50 mg/cc NB/toluene solution and adding 0.5 mL of a 2 mg/cc catalyst/toluene solution.

The uniformity of the wet gel layer was determined by optical analysis. To compare the obtained results a
uniformity scale with arbitrary units reaching from 1 to 5 was developed, where 1 represents a low quality
wet gel layer with a high number of irregularities (figure 5a) and 5 represents a uniform, almost

transparent, film layer (figure 5b).

2.1.1 Norbornene and catalyst concentration

The first experiment conducted was the analysis of the pure DCPD’s capability to withstand shear forces
during gelation. For this purpose a vial was filled with 500 pl of a 25 mg/cc precursor solution, sealed,
and rotated on the low profile roller for 24h at 11 rpm to analyze the uniformity. These initial tests
revealed that pure DCPD does not form a uniform wet gel layer if gelled under the influence of shear[58],
but instead forms lumps as seen in figure 5a. This indicates that the initially weak gel network is broken
up by the applied shear forces during rotation. The effects of copolymerization with norbornene on the
gelation behavior of DCPD-based polymer aerogels were therefore systematically evaluated. Norbornene
has the advantage that it only forms linear chains and as a result reduces the amount of DCPD’s cross
linking functionality, which delays gelation and thus increasing the viscosity at the gel-point[58],
strengthening the gel network. Increasing the viscosity at the gel point decreases the shear experienced by

the forming gel which could increase the uniformity of the wet gel layers.
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The gelation behavior of DCPD-based polymer aerogels can also be controlled by the amount of catalyst
added to the precursor solution. Higher concentrations of catalyst affect the gelation time. Since
norbornene addition reduces the gelation time, the effect needs to be compensated by higher catalyst
concentrations.

To analyze the above mentioned influences of different concentrations of norbornene and catalyst on the
uniformity of wet gel layers, 141 pl (translates to a 50 pum film thickness) of a 25 mg/cc p-DCPD/toluene
precursor solution with different amounts of norbornene and Grubbs’ 1% generation catalyst were filled
into different 10 ml glass ampoules and rotated for 20 hours with 11 rotations per minute. To prevent
evaporation of the precursor solution during rotation, the ampoules were sealed with a
Polytetrafluoroethylene-Copper-sealant tape (figure 4). The rotation speed of 11 rpm and the layer
thickness of 50 um were chosen so that they are as close as possible to the target fabrication process in an

ablator shell.

rotated at 11RPM

PTFE-Cu-
5 L sealing cap
: €0
3 after 20h
of rotation
141'.1' precursor solution (25mg/CC P- Determine uniformity

DCPD/toluene, different amounts of NB
and catalyst) in 10ml glass ampoule

Figure 4: Schematic coating setup: the different 10 ml glass ampoules are filled with 141 pl of the precursor solution,
which consists of 25 mg/cc p-DCPD/toluene and different concentrations of norbornene and catalyst. 141 pl equates to a
wet gel’s layer thickness of 50 um for the given setup. The glass ampoules with precursor solution were sealed with a
PTFE-Cu-sealing tape to prevent evaporation of the solution during rotation. After 20 hours of rotation with 11 rpm the

uniformity was determined by optical analysis.
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After 20 hours of rotation, which is sufficient time to cure the gel, the uniformity of the wet gel was
analyzed optically. An example for different uniformities is shown in figure 5, where 141 pl of a 25
mg/cc DCPD/toluene precursor solution were rotated with 11 rpm for 20 hours. One of them had 0 wt.%

NB and 0.2 wt.% catalyst (figure 5a), which leads to a non-uniform wet gel layer with a high number of

Figure 5: Effects of norbornene (NB) and catalyst addition on gelation of a 25 mg/cc p-DCPD gel in toluene rotated with

11rpm for 20 hours: a) 0 wt.% NB, 0.2 wt.% catalyst; b) 15 wt.% NB, 0.2 wt.% catalyst

irregularities, whereas the same experiment, but this time with 15 wt.% NB with 0.2 wt.% catalyst lead to
a uniform wet gel layer. Consequently, the vial shown in figure 5a is rated a low quality wet gel layer (1
on the uniformity scale) and the vial shown in figure 5b as a high quality wet gel layer (5 on the

uniformity scale).

This experiment was repeated for different amounts of NB, keeping the catalyst concentration constant as
well as changing the concentration of the catalyst with a constant amount of NB. All experiments were
conducted twice to ensure reproducibility. A comparison of the results reveals that a higher catalyst
concentration leads to less uniform wet gel layers, as seen in figure 6a and figure 6b. More catalyst in the
precursor solution results in more, but shorter polymer chains. The shorter chains have less effect on
viscosity than few longer ones. In addition to the advantage of a more uniform film, a small amount of
catalyst incorporated into the polymer network is preferred as the catalyst has a high atomic number and

would, therefore, quench the fusion reaction.
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Figure 6: Influence of norbornene and catalyst addition on the uniformity after gelation of a 25 mg/cc p-DCPD gel in

toluene: a) 15 wt.% NB with different catalyst concentrations: higher catalyst concentrations lead to less uniform films; b)

25 wt.% NB with different catalyst concentrations: higher catalyst concentrations lead to less uniform films; c) 0.2 wt.%

catalyst with different norbornene concentrations; d) 0.6 wt.% catalyst with different NB concentrations.

Increasing the concentration of norbornene on the other hand seems to lead to more uniform films, as seen

in figure 6¢ and figure 6d. This can be explained by the fact, that the addition of NB reduces the amount

of cross linking, which increases the viscosity as mentioned in[58]. The elevated gel point viscosity



reduces the shear, which the DCPD experiences during gelation, which can be expressed by the equation
derived by F. Melo[59]:

2.14gph?

o= Z29P (1)
Rp

The angular velocity w is inverse proportional to the dynamic viscosity u and since the shear rate is

proportional to the angular velocity, an increase in viscosity at the gel point reduces the shear forces,

which the gel experiences during polymerization. Consequently higher NB concentrations lead to more

uniform films.

In order to compare the obtained results and finding the desired concentration for upcoming experiments

and the target fabrication process, all data acquired were combined into Table 1.

Table 1: Uniformity-dependency of a 25 mg/cc poly-dicyclopentadiene (p-DCPD) gel in toluene to norbornene and
catalyst concentrations. “1” represents a low quality wet gel layer with a high number of irregularities and “5” represents

a uniform, almost transparent, film layer.

Norbornene

Catalyst conc. [%]

conc. [w.%] 10 15 20 25 30
0.2 2.5 5 5 5 5
0.4 2 4 4 3 4
0.6 2 1 1.5 3 (3)
0.8 3 1 2 1.5 3.5

As mentioned above a small concentration of catalyst and NB, which still leads to a uniform film layer is
preferable, which is why a concentration between 15 wt.% and 20 wt.% NB and 0.2 wt.% catalyst for a 25

mg/cc DCPD/toluene wet gel is used during the following experiments.
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2.1.2 Film Thickness

The next parameter of interest is the dependency of the wet gel layer thickness to the uniformity of the
aerogel. As stated by equation (1) the angular velocity increases with a higher film thickness and
therefore results in an elevated shear rate during polymerization. This suggests that a thicker wet gel layer
thickness would lead to less uniform films. With the intention of testing this hypothesis 25 mg/cc

DCPD/toluene wet gel layers with different thicknesses were coated into 10 ml glass ampoules (figure 7).

rotated at 11RPM
Parafilm M sealing cap

after 60h
of rotation
different volumes of precursor
solution in 10ml glass ampoule Determine uniformity

(25mg/cc DCPD/toluene,
20%NB, 0.2w% catalyst)

Figure 7: Schematic coating setup: the different 10 ml glass ampoules are filled with different amounts of the precursor
solution, which consists of 25 mg/cc p-DCPD/toluene, 20 wt.% norbornene and 0.2 wt.% Grubbs’ 1st generation catalyst.
The glass ampoules with precursor solution were sealed with a Parafilm M sealing cap to prevent evaporation of the

solution during rotation. After 60 hours of rotation with 11 rpm the uniformity was determined by optical analysis.

The norbornene concentration was set to 20 wt.% and the Grubbs’ 1 generation catalyst concentration to
0.2 wt.% since they lead to uniform films as determined in the experiment above. The uniformity of the
wet gel layer was analyzed after 60 hours of rotation with 11 rpm. As shown in figure 8a), the vials are
coated almost uniformly, with the exception that in vials with a thicker film layer, parts of the aerogel
seem to form lumps at the end of the vial, while the middle part is coated uniformly. This is due to the
wetting behavior of the precursor solution, which drags parts of the solution towards the end of the vial

18



and allows it to polymerize there. In the target fabrication process this effect is negligible as the targets

have a spherical shape opposed to the cylindrical shape used in this experiment.

100pm! 250pum 50 100 150 200 250
thickness (um)

Figure 8: dependency of the wet gel layer thickness to the uniformity of the aerogel: a) different film thicknesses of 25
mg/cc p-DCPD/toluene wet gels coated in glass ampoules. The number of irregularities in the wet gel increases to some

extent with the film thickness; b) thicker wet gel layers lead to slightly less uniform films.

The formation of bands[60-62] is visible in almost all vials coated. Band formation does not affect the
target fabrication process as it does not occur in the spheres. As for the relation between gel-thickness and
uniformity, it seems that thinner films are slightly more uniform, but a clear trend was not visible. Almost
all vials were coated uniformly and consequently, for 25 mg/cc p-DCPD/toluene precursor solution with
20 wt.% NB and 0.2 wt.% Grubbs’ 1% generation catalyst, different thicknesses of the wet gel layer
between 25 pm and 250 um do not have a severe effect on the uniformity of the film. The repetition of
the experiment, however, did lead to inconclusive results. Therefore, the analysis should be repeated to

confirm the above mentioned results.
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2.1.3 SBS Addition

R.R. Paguio reported how adding a styrene-butadiene-styrene (SBS) block copolymer into the precursor
solution of resorcinol formaldehyde foam shells increases its uniformity significantly[37]. SBS block
copolymers allow modifying the rheological properties of the precursor solution without reacting with it.
Since this improvement was achieved by adding the small amount of 0.6 wt.% of SBS into the solution,

which

rotated at 11RPM

PTFE-Cu-
- - sealing cap
N s | €D
3 after 26h
of rotation
141ul precursor solution (25mg/cc p- Determine uniformity

DCPD/toluene, 20wt.%NB, 1wt.%SBS
and different catalyst concentrations)
in 10ml glass ampoule

Figure 9: Schematic coating setup: the different 10 ml glass ampoules are filled with 141 pl of the precursor solution,
which consists of 25 mg/cc p-DCPD/toluene, 20 wt.% norbornene and different amounts of Grubbs’ 1st generation
catalyst. The glass ampoules with precursor solution were sealed with a PTFA-copper sealing cap to prevent evaporation

of the solution during rotation. After 26 hours of rotation with 11 rpm the uniformity was determined by optical analysis.

resulted in an increase in viscosity, the functionality of this particular block copolymer with the p-DCPD
aerogels was tested empirically. For the experiment 1 wt.% of styrene-butadiene-styrene block copolymer
was added into different precursor solutions (25 mg/cc p-DCPD/toluene, 20 wt.% NB) with different
concentrations of Grubbs’ 1st generation catalyst. Different vials with a 50 um film were coated by
rotating the vials containing the precursor solution with 11 rpm for 26 hours. All experiments were
repeated at least twice to ensure reproducibility. Figure 10 provides an exemplary selection of the

obtained results.
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Figure 10: Effects of styrene-butadiene-styrene (SBS) block copolymer addition to the precursor solution on the

uniformity of wet gels: 25 mg/cc p-DCPD/toluene, 20 wt.% norbornene, 1 wt.% SBS and a) 0.2 wt.% Grubbs’ 1st
generation catalyst — no change in uniformity; b) 0.4 wt.% Grubbs’ 1st generation catalyst — no change in uniformity; b)

0.6 wt.% Grubbs’ 1st generation catalyst — no change in uniformity compared to the control experiment.

The uniformity of the wet aerogel did not improve nor worsen by adding a styrene-butadiene-styrene
block copolymer into the precursor solution. The gels had the same uniformity as in the control
experiment without the block copolymer. Different concentrations of SBS block copolymer (2 wt.% SBS,
3 wt.% SBS and 10 wt.% SBS) in the precursor solution were tested, but in all cases an improvement in
uniformity could not be observed. It seems that the styrene-butadiene-styrene block copolymer does not

have an influence on the uniformity of p-DCPD aerogels.
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2.1.4 Rotation Delay

The fourth approach to further increase the uniformity of the p-DCPD aerogel after rotation was adding a
certain delay time before applying shear forces to the forming polymer network. This delay time would
allow the aerogel’s network to build up some viscosity and consequently to develop and gain certain
strength stationary before the p-DCPD experiences shear forces during gelation, which would lead to a
more uniform film. Therefore, 100 um thick 25 mg/cc p-DCPD layers were coated into different 10 ml
glass ampoules with certain different delay times before rotation. The set of experiments was repeated for
different amounts of norbornene and Grubbs’ 1% generation catalyst and, as usually, all experiments were
conducted at least twice to ensure reproducibility of the results. In order to increase the visibility of the

wet gels Solvent Blue 35 (17354-14-2) was added to the precursor solution as a dye[63].
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Figure 11: Schematic coating setup: the different 10 ml glass ampoules are filled with 282 pl of the precursor solution,
which consists of 25 mg/cc p-DCPD/toluene and different amounts of Grubbs’ 1st generation catalyst and norbornene.
The glass ampoules with precursor solution were sealed with a PTFA-copper sealing cap to prevent evaporation of the
solution during the waiting period and rotation. After a certain amount of time the glass ampoules were rotated for 15

hours with 11 rpm and after rotation the uniformity was determined by optical analysis.
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After 15 hours of rotation the uniformity of the wet gel layer was determined optically. Four different sets
of precursor compositions were tested: a) 15 wt.% NB, 0.2 wt.% catalyst; b) 15 wt.% NB, 0.4 wt.%

catalyst; ¢) 25 wt.% NB 0.4 wt.% catalyst; d) 25 wt.% NB, 0.6 wt.% catalyst. The results are shown in

figure 12.
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Figure 12: Uniformity-comparison of 100 um thick 25 mg/cc poly-dicyclopentadiene (p-DCPD) gels in toluene with
Solvent Blue 35 as dye and different amounts of Norbornene (NB) and Grubbs 1st-generation catalyst: a) 15 wt.% NB, 0.2
wt.% catalyst; b) 15 wt.% NB, 0.4 wt.% catalyst; c) 25 wt.% NB 0.4 wt.% catalyst; d) 25 wt.% NB, 0.6 wt.% catalyst.

Each data point indicates a different vial with a certain delay time before shear forces were applied.
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Figure 12a) and c) indicate that a delay time before rotation indeed does increase the uniformity of the
wet gel layer. For a 25 mg/cc p-DCPD gel in toluene with a concentration of 15 wt.% norbornene and 0.2
wt.% catalyst a delay in gelation of 45 minutes increases the uniformity significantly, while for a wet gel
with 25 wt.% norbornene and 0.4 wt.% catalyst a 20 minute postponed start of rotation is sufficient to
enhance its uniformity. A delay time longer than 45 minutes is too long for a wet gel with 15 wt.% NB
and 0.4 wt.% catalyst, because the solution already completed the gelation and is, therefore, not able to
coat the vial during rotation (figure 12b). The uniformity did not improve for a concentration of 25 wt.%
norbornene and 0.6 wt.% catalyst within 20 minutes since the catalyst concentration was too high, which
had a higher contribution than the gelation delay on the wet gel’s uniformity. Figure 13 illustrates the two

sets of experiments, in which a significant change after adding a delay time could be observed.

Figure 13: Influence of a gelation delay before rotation on the uniformity for a 25 mg/cc p-DCPD gel in toluene: a) 15
wt.% NB, 0.2 wt.% catalyst; b) 25 wt.% NB, 0.4 wt.% catalyst. The increasing delay time in minutes for each vial is

shown below the vial. Solvent Blue 35 was added as a dye to improve the visibility of the gel.

The trend of improvement in uniformity with increasing delay time is clearly visible. As described above
the formation of bands during rotation could be easily observed, which are not taken into account for the
determination of the uniformity. The control experiment, however, with no delay time before rotation
deviated considerably from previous experiments. The uniformity should have been in the same regime

and consequently, the experiment was repeated without the dye in order to eliminate the possibility that
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the dye (Solvent Blue 35) affected the polymerization and influenced the outcome of the experiment. An
additional modification made to the experiment was a decrease of steps in the delay time to get a more
accurate measurement and also to prevent stationary gelation as in the previous experiment observed. The

results are summarized in figure 14.
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Figure 14: Uniformity-comparison of 50 um thick 25 mg/cc poly-dicyclopentadiene gels in toluene and different amounts
of Norbornene (NB) and Grubbs 1st-generation catalyst: a) 15 wt.% NB, 0.2 wt.% catalyst; b) 15 wt.% NB, 0.4 wt.%
catalyst; c) 25 wt.% NB 0.4 wt.% catalyst; d) 25 wt.% NB, 0.6 wt.% catalyst. Each data point indicates a different vial

with a certain delay time before shear forces were applied.
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Comparing this set of experiments to the previous run, it is apparent that the dye slightly affected the wet
gel’s uniformity. A delay time of 25 minutes for a concentration of 15 wt.% NB and 0.2 wt.% catalyst
(figure 14a) and 15 minutes for a concentration of 15 wt.% NB and 0.4 wt.% catalyst (figure 14b)
affected the outcome of the experiment positively. Delaying the rotation by 10 minutes for 25 wt.% NB
and 0.4 wt.% catalyst also improves the uniformity. The results for the last set of experiment (figure 14d)
are to some extent inconclusive as the wet gel’s quality deviates with an increasing delay time.
Nevertheless all four experiments show that adding a delay time before rotation slightly increases the
uniformity of the wet gel layer inside of the glass ampoule after rotation, which is also illustrated in figure

15.

Figure 15: Influence of a gelation delay before rotation on uniformity for a 25 mg/cc p-DCPD gel in toluene: a) 15 wt.%

NB, 0.2 wt.% catalyst; b) 25 wt.% NB, 0.4 wt.% catalyst; c) 25 wt.% NB, 0.6 wt.% catalyst. The increasing delay time in

minutes for each vial is shown below the vial.

It is noticeable, that the elevated viscosity, which is build up stationary, indeed strengthens the aerogel’s
network before it experiences shear forces during rotation and, therefore, leads to a more uniform film

layer in the glass ampoule.

The delay experiments were repeated in spherical high density carbon ablator shells for the target
fabrication process and, unfortunately, did not provide conclusive results, as it was not possible to
observe a change in uniformity. This, however, is understandable, since the targets are much smaller and,

consequently, do not provide the same opportunity to observe such small differences in the uniformity of

26



the film layer. While it was possible to determine the wet gel’s quality inside the glass ampoules
optically, the targets were analyzed with an x-ray source, which does not allow detecting small changes in
uniformity. A method to optically analyze spherical high density carbon shells with foam coated inside is
currently in development. This would allow validating the above obtained results inside of a target.
Nonetheless, the delay experiments were a success as they provided yet another possibility to improve the

uniformity of the film layers.
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2.1.5 Prepolymerization Experiments

The last approach to increase the uniformity of the p-DCPD aerogel was a two-step
prepolymerization[64] experiment, in which the norbornene monomer was prepolymerized first and then,

after waiting a certain amount of time, the DCPD was added.
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Figure 16: Schematic coating setup: the different 10 ml glass ampoules are filled with norbornene, Grubbs 1%-generation
catalyst, and, in one case, Solvent Blue 35 as a dye. After a certain amount of time the 50 mg/cc p-DCPD/toluene solution
was added and the vials were sealed with a PTFA-copper sealing cap to prevent evaporation of the solution during
rotation. The glass ampoules were rotated for 18 hours with 11 rpm and after rotation the uniformity was determined by

optical analysis.

This attempt, as in the previous experiment, would allow building up some viscosity before the entire
precursor solution experiences shear forces during rotation. Therefore, the polymer network is
strengthened, which would lead to a more uniform film. In a singular set of experiments Solvent Blue 35
was added to the norbornene and catalyst as a dye before adding the DCPD/toluene solution to exemplify
what happened during the experiments. All other experiments in this series were conducted without the
dye, but lead to the same result. All experiments were conducted at least twice to ensure reproducibility of

the results.
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Three different time periods before adding the p-DCPD/toluene solution were analyzed: 20, 30, and 40

minutes.

Figure 17: Prepolymerization of a 50 mg/cc poly-dicyclopentadiene gel with 20 wt.% Norbornene and 0.2 wt.% Grubbs

1% generation catalyst in toluene: a) Prepolymerization length: 20minutes; b) Prepolymerization length: 30 minutes; c)

Prepolymerization length: 40 minutes.

The polymerization of the norbornene itself took less than 20 minutes, which made it impossible to coat
the inside of the glass ampoule with a uniform film after adding the p-DCPD/toluene. The solution gelled
before rotation started and the dyed norbornene stayed at the bottom of the vials, which is illustrated in
figure 17. As a follow up experiment the prepolymerization time was reduced by a factor of 4, but the
same effect was observed. The norbornene gelled almost immediately, which made it impossible to
achieve a uniform coating inside of the glass ampoule. In a different approach, small amounts of
DCPD/toluene were added to the solution before prepolymerization, but the behavior did not differ
compared to the previous experiments. The gelation occurred within a few minutes, which is much faster
than the preliminary process for the coating process of the targets. Therefore, prepolymerization with the

given values seems to be unsuitable for coating experiments of ICF-targets.
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2.1.6 Summary of uniformity experiments

Melo’s equation states that an increase in viscosity at the gel point reduces the shear forces, which the gel
experiences during polymerization. Various techniques were tested to influence the uniformity of wet p-

DCPD aerogel layers to improve the quality of the wet gel.

First the optimal composition of the precursor solution was determined in a systematic study by testing
different amounts of norbornene and catalyst concentrations. For a 50 mg/cc p-DCPD/toluene aerogel the
optimal composition is 10 wt.%NB and 0.1 wt.% Grubbs 1¥-generation catalyst and for a 25 mg/cc p-

DCPD/toluene aerogel 15 wt.%NB and 0.2 wt.% catalyst.

It was then tested, whether the uniformity of one specific composition is, as predicted by Melo,
influenced by the film thickness of the wet gel layer. For a 25 mg/cc p-DCPD/toluene precursor solution
with 20 wt.% NB and 0.2 wt.% catalyst, thicknesses of the wet gel layer between 25 pm and 250 pm were

tested, which didn’t influence the uniformity of the film.

As reported by R.R. Paguio the addition of styrene-butadiene-styrene (SBS) block copolymer into the
precursor solution of resorcinol formaldehyde foam shells increases its uniformity significantly. The
functionality of this particular block copolymer with p-DCPD aerogels was tested, but no improvement of

the uniformity could be observed.

Delaying the gelation by a certain amount of time strengthens the polymer network before it is exposed to
shear and, therefore, influences the uniformity. Different compositions with various delay times were
tested, confirming the hypothesis. The effect could not be verified during coating experiments in an

ablator shell, but a method to confirm the results is in development.

Prepolymerization of the precursor solution and the resulting increase of its viscosity was found to be

unsuitable for the target fabrication process as the reaction occurred too quickly.
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The results of these experiments helped facilitating the fabrication process of foam lined ignition targets
for inertial confinement fusion experiments. In order to coat an aerogel layer inside of an ablator shell, the

precursor solution, however, needs to be precisely injected into the shell.
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2.2 Pressure Filling Method

After establishing a suitable formulation for the precursor solution, which allowed coating uniform films,
its coating abilities inside of a potential ICF target were tested. This required developing a method, which
allows reproducibly injecting 0.1-1 pl of the precursor solution into the ablator. For 2 mm diameter shells,
this translates into a film layer thickness of 10-130 pum. As an ablator material high density carbon
shells[65] were used, which are hollow diamond spheres with 2 mm inner diameter and a wall thickness
of approximately 30 um. Each sphere has a hole drilled into it with an inner diameter of 30-50 pm
through which the precursor solution can be inserted. The custom built filling setup is described in detail
in figure 18a. It consists of a small vacuum chamber that contains a vial filled with the precursor solution

and a linear feedthrough to which the ablator shell is attached.
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Figure 18: Capsule filling setup and filling calibration: (a) the filling setup consists of a small vacuum chamber that
contains a vial with the aerogel precursor solution and a linear feedthrough to which the ablator shell is attached. To
achieve high reproducibility with high accuracy, it is crucial to underpressurize the capsule before submerging it into the
precursor solution; (b) picture of the developed setup during the experiment: the ablator shell can be seen through the

viewport of the experiment.
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First, the chamber is slightly underpressurized (20-250 torr below atmospheric pressure, depending on the
desired foam layer thickness) while the capsule is not in contact with the precursor solution. This prevents
the formation of air-bubbles attached to the fill hole that is critical for achieving the required
reproducibility. The under-pressurized capsule is then submerged in the precursor solution, and filled by

re-pressurizing the chamber to atmospheric pressure.

It is essential that the film layer thickness inside of the ablator shell can be controlled reproducibly on a
pm-scale. For that reason, the dependency of injected volume to applied pressure differential was

analyzed and compared to the ideal gas law
AV = (Vslpo)Ap,

where AV is the injected volume, Ap is the applied pressure differential, and Vs and p, are the shell

volume (4.2 ul) and standard pressure (760 torr), respectively. The injected volume was acquired by
weight gain measurements with the density of toluene under ambient conditions (0.867g/cc). Twelve
different pressure differentials in the range of 20 to 250 torr were measured. Each of those data points was
measured five times to confirm reproducibility. As shown in figure 19, the injected volume and,
consequently, the film layer thickness increases, as expected, linearly with the applied pressure
differential (with ~0.01 pl precision). The experiment was conducted for two different hole sizes to

exclude the possibility of a hole diameter’s dependency.
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The injected volume is almost independent of the hole diameter.
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Figure 19: Injected liquid and corresponding layer thickness versus applied pressure differential. The injected volume, as

derived from weight gain measurements, follows the linear behavior (dashed line) expected from the ideal gas law and is

almost independent of the hole diameter.

This measurement allowed to create a filling standard for high density carbon ablators with a 2 mm

diameter. The required pressure differentials, which are required to acquire a certain film layer thickness

were extrapolated and summarized in Table 2.
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Table 2: Dependency of pressure differential and layer thicknesses inside a 2 mm diamond capsule based on 30 um sized

hole

Pressure difference [Torr]

weight gain [mg]

layer thickness [um]

Pressure difference [Torr]

weight gain [mg]

layer thickness [um]

0.40437

38.58467178

0.42952

1.25947

41.0885806

132.3420652

The results were confirmed by filling a high density carbon ablator shell with a 50 mg/cc DCPD/toluene

precursor solution (20 wt.% NB and 0.2 wt.% Grubbs 1*-generation catalyst) with a pressure differential

of AP=102.4 torr, which was rotated® and analyzed afterwards.

% The rotation for a spherical target differs from the cylindrical geometry rotation. The process on fabrication of
aerogel-lined Indirect-Drive NIF Ignition Targets can be found in [J. Biener et al 2012 Nucl. Fusion 52 062001].
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As shown in figure 20, the wet gel layer thickness is completely consistent with the previous found
dependency between the pressure differential and layer thickness, which allows using this method as a

filling standard for the fabrication of aerogel-lined Indirect-Drive NIF Ignition Targets[45].

Figure 20: Radiograph of a 2 mm diamond capsule (I.D.) coated with a P(DCPD-r-NB) wet gel layer (50 mg/cc DCPD, 20

wt.% NB, 0.2 wt.% “Grubbs 1”-catalyst, filled at AP=102.4 torr, rotated at 10/14.142 rpm for ~5 h)
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2.3 USAXS Analysis of Wetting Behavior

After coating thin films with the required thickness into the inside of high density carbon ablator shells,
the wet gel layers were typically supercritically dried, typically by direct solvent exchange with carbon
dioxide. The gel-coated ablator shells underwent solvent exchange in liquid CO2 at 12°C and 900 psi in a
Polaron critical point dryer to replace the toluene in the gel pores with liquid CO2. Once the toluene was
exchanged (expected after 10 days), the temperature and pressure in the critical point dryer was increased
to the supercritical regime (~50°C and 1600 psi). The pressure was then allowed to slowly decrease to
atmospheric pressure while keeping the temperature constant. This leads to ultra-low density foam layers,
which can serve as a scaffold to define the shape of the deuterium-tritium fuel layer inside of the ablator
and also enable the possibility of introducing dopants directly into the fuel for diagnostics. Therefore it is
critical that the aerogel survives the wetting and freezing with liquid deuterium and tritium and does
maintain its structural characteristics as liquid induced deformation of the low density porous material
could be an issue.[66-68] Because of the foam’s ultra-low density, the ability to withstand the wetting is
not trivial and needed to be tested and analyzed. The initial wetting experiments for this analysis were
performed with hydrogen instead of deuterium and tritium, because it was easier accessible and less
complicated to handle. The physical properties are very similar, except the triple point temperature and

the beta layering effect due to Tritium's radioactivity. Therefore, the substitution is feasible.

2.3.1 Preliminary Wetting Analysis of Bulk Material

The first experiment conducted was an optical analysis of the wetting behavior of a bulk piece of 25

mg/cc p-DCPD aerogel and its ability to withstand wetting with liquid hydrogen. In order to expose the
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aerogel to liquid hydrogen, the sample was placed in a cryostat to achieve the required temperatures to
liquefy the hydrogen. After evacuating, hydrogen gas was inserted into the chamber, where the aerogel
was placed and cooled down to 15K, which allowed the hydrogen to liquefy. Figure 21 illustrates the
process of immersing the 25 mg/cc p-DCPD aerogel into liquid hydrogen, freezing it, and the removal of

the hydrogen.

Figure 21: Wetting and freezing of a 25 mg/cc p-DCPD (15 wt.% NB, 0.2 wt.% “Grubbs 1”-catalyst) aerogel in liquid
hydrogen: aerogel immersed in (a) liquid and (b) frozen hydrogen. The aerogel keeps its integrity during the wetting as

well as during (c)-(e) removing the liquid hydrogen; (f) the dry aerogel can be wetted or frozen again.

DCPD has a higher density (roughly 1g/cc) than liquid hydrogen (roughly 70mg/cc[69]), while the
density of the aerogel is just 25mg/cc. It is clearly visible in figure 21a that the aerogel is completely
immersed in the liquid hydrogen and does not float, which is a good indicator that its pores are
completely filled with liquid hydrogen. After further cooling the hydrogen to 13.6 K the aerogel is
immersed in frozen hydrogen (figure 21b). The optical analysis reveals that after increasing the
temperature (figure 21c-e) and removing the hydrogen from the chamber, the aerogel kept its structural

integrity during the process and did not collapse or fall apart (figure 21f). The wetting and freezing was
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done multiple times without any change in results. This experiment serves as a first indicator of the
aerogel’s ability to withstand wetting and freezing with hydrogen. It does not, however, give any

conclusions about potential structural changes on a smaller length scale or on the wetting behavior.

2.3.2 USAXS analysis

In order to detect potential structural changes of the foam with a broad range of resolution on the length
scale, the aerogel was analyzed with Ultra Small Angle X-ray Scattering (USAXS)[70, 71]. Typical Small
Angle X-ray Scattering experiments allow obtaining information on length scales between 1 and 100
nm[71]. Bragg’s law ni = 2dsin(0) states that larger structures have smaller scattering angles and,
therefore, to resolve structures with larger dimensions than 100 nm, Ultra Small Angle X-ray Scattering is
a practicable method. Since it is a non-destructive measurement technique, it is possible to perform
different experiments on the same piece of foam, hence, increasing the accuracy of the measurement. The

measurement principle is described in figure 22 and 23.
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Figure 22: Schematic X-ray scattering: the incident wave vector Ky is scattered in the sample, resulting in a scattered wave

vector kg, which can be measured by a detector.

The incident x-rays in the experiment are scattered when they hit the sample and by measuring the

intensity of the scattered beam at different scattering angles 20, the sample can be probed.
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q = Ko-Ks -Ks

Figure 23: The wave vector transfer, or scattering vector, g can be defined as g=ky-k; With k = ZA—” g can be written as

q = =sin(6).

Defining a scattering vector ¢, where g = 47"sin(6!) is its modulus, 4 is the wavelength of the X-ray beam

and 26 is the scattering angle, allows expressing the scattered wave from every point of the probed
sample as e~4". The vector # is the position of the respective point in the sample, so that adding up all
waves leads to the full scattering amplitude. The intensity is the absolute square of the scattering
amplitude. One thing to note is that the intensity for this experiment is expressed in units of [cm'l]. This is
due to the fact that the photons scattered into the solid angle dQ are normalized to the transmitted photons

through the sample in order to measure the differential scattering cross section per unit scattering volume,

detected photons/solid angle
hence P / £

= cross section/unit sample volume/unit solid angle =
area-length-incident photons/area / p / 8

do_ [em™1][71, 72]. All USAXS experiments were conducted at beamline 151D of the Advanced Photon

dov
Source (APS) at Argonne National Laboratory and the spectra were acquired by Tony van Buuren and
Trevor M. Willey, Lawrence Livermore National Laboratory. The specific design of this particular
USAXS instrument at the beamline is described in great detail by J. llavsky et al.[71]. For the
measurement the samples were placed in a cryostat with liquid helium as a cryogen to reach the preferred
temperatures and pressures. The samples were not directly exposed to the helium, but held in vacuum or,
if desired, exposed to hydrogen. The acquired data was reduced using the software package Indra 2
(Havsky & Jemian, 2009), a USAXS data reduction macro for IgorPro (Wavemetrics), and for the final

analysis of the reduced data, the tool suite for modeling and analysis of Small Angle Scattering Irena[73]

was used[70].

40



2.3.2.1 USAXS analysis of free standing foam

For this particular USAXS measurement a free standing cylindrical piece of 30 mg/cc p-DCPD aerogel,
with a thickness of 0.25cm and a height of 0.5cm was used. The beam was shot through the entire
thickness of the sample. For the initial experiment the aerogel was scanned at ambient conditions and,
after reducing and analyzing the data a scattering profile was obtained (figure 24a — ‘RT-Atm’). In order
to detect potential structural changes during evacuation, the same sample was measured again, this time at
room temperature and a pressure of P=0.1 torr, which lead to a second scattering profile (figure 24a —
‘RT-Vac’). As figure 24a illustrates, both scattering profiles look exactly alike, which means, there are no

structural changes on a length scale between 1nm and 1 pm in the p-DCPD foam during evacuation.
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Figure 24: USAXS spectra of aerogels: (a) comparison of a 30 mg/cc p-DCPD carbon aerogel at T=293.15 K and P=743
torr (red), T=293.15 K and P=0.1 torr (blue) and at T=15 K and P=0.1 torr (green). No changes are observed in scattering
while cooling the aerogel; (b) USAXS experiments of in situ hydrogen wetting. The scattering in the low g region increases

as the temperature decreases and the hydrogen condensates and partially fills the pores. The stability of the 30 mg/cc p-
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DCPD aerogel during hydrogen wetting is confirmed by small angle x-ray scattering as the scattering curve before and

after filling are the same.

In an additional experiment, the aerogel’s ability to keep its structural characteristics at very small
temperatures was tested. The small temperatures are required to liquefy hydrogen. The foam was
therefore measured again at T=15 K and a pressure of P=0.1 torr (figure 24a — “15K”) and, as can be seen,
no changes in scattering are observed. This USAXS analysis demonstrates that a freestanding 30 mg/cc p-
DCPD aerogel is mechanically robust and maintains its structural integrity at low pressures and low
temperatures. The same piece of foam was now exposed to liquid hydrogen. For that, the temperature was
brought down to T=50K, the pressure to P=225 torr and the chamber containing the foam was filled with
hydrogen gas. The temperature was then brought down further, so that the hydrogen could condensate.
Figure 24b shows an increase in scattering during the condensation of the hydrogen. This is due to the
fact that the hydrogen starts to partially fill the pores, which provides new scattering interfaces, mainly
the liquid-gasiform hydrogen interface. As the sample was further cooled to T=15.5K, more hydrogen
condensed, so that the pores were now filled completely with liquid hydrogen. Consequently the
scattering intensity decreased, as the liquid-gasiform hydrogen interface disappeared, which can be
observed in figure 24b. As a next step, the p-DCPD foam was heated to a temperature of T=50 K and
brought the pressure back to P=225 torr, which were the initial conditions of the experiment. This allowed
the hydrogen to evaporate, leaving the foam in its original condition. The USAXS scan, which was taken
at this particular temperature and pressure after the wetting process shows the exact same scattering
profile as it did before the wetting. This means that there were no changes in the foam’s structure on the
measured length scale and that the structural integrity was kept during the wetting with liquid hydrogen.
The experiment was repeated multiple times, to ensure reproducibility and showed the same result. The
Small Angle X-ray Scattering experiments confirmed the stability of the 30 mg/cc aerogel during
hydrogen wetting, leading to the conclusion that the p-DCPD foam is a suitable candidate for scaffolding

the fuel inside of an ICF target.
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2.3.2.2 USAXS analysis of foam in an ICF ablator shell

The structural stability of free standing p-DCPD foam during hydrogen wetting was confirmed by the
USAXS analysis. The free standing piece, however, has a significantly larger volume in comparison to
the aerogel inside of an ICF target and was not cured in a confined space. This could potentially lead to
structural differences of the foam, which could influence its ability to withstand hydrogen wetting.
Therefore, the structure of an aerogel, which was cured inside of an ICF target, needs to be compared to
the structure of a free standing piece of aerogel. Ultra Small Angle X-Ray Scattering with its ability to
analyze structural differences in a broad range of resolution on the length scale is an extremely suitable
technique for this comparison. However, analyzing a 30 mg/cc DCPD aerogel inside of an ICF target is
not trivial, as the material of the target shell is high density carbon with a density of roughly 3.5g/cc. The
polymer foam inside of the target shell has only a density of 30 mg/cc, which is significantly smaller than

the shell density.
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Figure 25: Comparison of USAXS spectra of a free standing p-DCPD foam (30 mg/cc DCPD, 0.2 wt.% “Grubbs 1”-

catalyst) with a p-DCPD foam of same composition cured inside of a 2 mm high density carbon shell. The aerogel inside of
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the HDC shell and the free standing piece of foam have the same USAXS spectrum and, therefore, the same structure on

the measured length scale.

Therefore, a spectrum of an empty diamond shell was acquired, which can be used to normalize against
the spectrum of the filled shell, so that the final spectrum only contains the information about the foam

inside of the shell. The results are shown in figure 25.

During the next step of the experiment a completely filled ablator shell containing a 30 mg/cc p-DCPD
polymer foam was measured and normalized to the empty diamond shell spectrum. This allows analyzing
only the foam inside of the shell and comparing it to the free standing piece of the same material. As
figure 25 illustrates the DCPD aerogel, which was prepared inside of a target shell has the same spectrum

as the freestanding DCPD aerogel, and therefore the same structure on the measured length scales.

Therefore, this experiment serves as a first indicator for the ability of an aerogel cured inside of a target
shell to also withstand wetting with hydrogen. Future experiments have to show that the structural
integrity is kept during the wetting process and that the results are reproducible for a thin foam layer. The
setup, which was used for this particular experiment did not allow acquiring these information and needs
to be modified for this purpose. Therefore, an optical analysis of the wetting behavior of liquid deuterium

in a thin, dried aerogel film inside of a target shell was completed for this thesis (chapter 2.4, p. 45).

44



2.4 Deuterium wetting of aerogel inside of an ICF target

The mechanical stability of ultra-low density p-DCPD aerogel bulk pieces during wetting and freezing
with liquid hydrogen has been confirmed by optical analysis and Ultra Small Angle X-ray Scattering
experiments. In an ICF target, however, the foam is distributed in a thin, uniform layer, which could
possibly influence the ability to maintain its structural characteristics. Therefore, an experiment, which
allows testing the wetting behavior of thin polymer foam layers, was developed®. Since NIF utilizes
deuterium and tritium in its experiments and due to better availability, deuterium was used for this

experiment. The setup contains of a cryostat with liquid helium as a cryogen to which the high density

carbon ablator shell with the dried p-DCPD foam layer is mounted via a fill tube (figure 26a).

fill tube S
25mg/cc dried p-DCPD foam

HDC ablator shell
edge of liquid D2

/

fill tube attached t&D2 tank

HDC ablator shell

500pm
I

Figure 26: Deuterium filling setup: (a) the high density carbon (HDC) ablator shell with the dried p-DCPD foam is

mounted to the cryostat via a fill tube, which itself is attached to a separate deuterium tank. The entire setup is mounted
with the fill tube pointing up. For illustration purposes it is shown in a 180° angle; (b) radiograph of the HDC ablator

shell coated with dried 25 mg/cc p-DCPD foam and filled with liquid deuterium.

*In cooperation with Kuang Jen Wu and Bernard Kozioziemski, LLNL.
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The fill tube itself is attached to a separate deuterium tank, which allows controlling the pressure and,
therefore, the amount of deuterium inside of the capsule. The temperature is controlled by the liquid
helium, which allows cooling the capsule below the condensation temperature of deuterium[74]. The
cryostat has two beryllium windows, which allows the ultra-low density p-DCPD foam inside of the HDC

shell to be analyzed with an X-ray imaging system[75, 76].

The imaging system consists of a micro-focus X-ray source and a direct-detection X-ray CCD camera.
The X-ray source is a Thermo-Kevex PXS927-EA-LV. It has a tungsten anode and is operated at 50kV
and 80 A, so that the X-ray spectrum is peaked between 9 and 11keV, the tungsten L-shell lines. The X-
ray spot size is 5 um for these operating conditions. The CCD camera is a Princeton Instruments PI-LCX
1300 deep depletion layer CCD. The X-rays are converted directly into electrons by the silicon CCD
element without any phosphor screen. The X-ray source is placed approximately 100 mm from the HDC
shell and the detector is approximately 685 mm from the shell. This large separation between the source
and CCD provides both geometric magnification as well as in-line phase-contrast enhanced imaging.[76,
77] The deuterium only weakly absorbs the X-rays with significant transmission through the beryllium
windows and the high density carbon shell. However, the refraction, as the X-rays pass nearly tangent to
the deuterium solid-vapor or liquid-vapor interfaces, provides sufficient contrast to locate the interface.
This imaging setup allows an in situ analysis of the deuterium wetting of the foam and also provides
information on how the deuterium is distributed inside of the ablator shell. The possibilities include an
initial wetting close to the fill tube where the deuterium is inserted, wetting close to the bottom of the
shell, or a uniform distribution. The cryostat allows cooling the capsule to perform the foam layering with

liquid deuterium, which is done at 19.5K[78, 79].

The foam used during this experiment is a 50 mg/cc p-DCPD aerogel with 10% norbornene and 0.1w.%
Grubbs’ 1% generation catalyst, which is supercritically dried by direct solvent exchange with carbon
dioxide. It was exposed to iodine vapor for 72hours to increase its visibility during radiography in the dry

phase (figure 27a).
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As illustrated in figure 27 the deuterium wets the dried p-DCPD foam layer uniformly (figure 27b) and

the foam maintains its structural integrity during the process.

X2

HDC shell

K dried foam

Figure 27: Wetting of 50 mg/cc iodine doped p-DCPD foam with liquid Deuterium: a) dry foam at room temperature

without liquid deuterium; b) foam layering with liquid deuterium at 19.5 K; c) overfilling with liquid deuterium. The
integrity of the foam is kept during the wetting with liquid Deuterium as we compare the close-up views of the dry foam

(d), wet foam (e), and the overfilled capsule (f).
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If more deuterium is inserted into the ablator shell, the liquid deuterium congregates at the bottom of the
capsule, while the rest of the foam stays in its wetted state (figure 27c). The high resolution close-up
views of the bottom part of the shell (figure 27d,e,f) reveal that the foam survives the wetting and is
therefore suitable for deuterium layering. Not shown in the pictures is the freezing of the deuterium inside
of the capsule, which was done every time during the overfilling. It did not do any damage to the foam,
which maintained its structural integrity through the course of the entire experiment. The experiment was

conducted multiple times to ensure reproducibility.

The deuterium wetting and freezing of the p-DCPD aerogel inside of the ICF target was done successfully
and revealed that this aerogel is suited for layering experiments at the National Ignition Facility. Future
experiments could analyze potential structural changes of the aerogel during the wetting process on length
scales between 10°m to 10™°m. In situ wetting experiments at the Advanced Photon Source at Argonne

National Laboratory using Ultra Small Angle Scattering techniques could resolve such structural changes.
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3 Summary and Outlook

During the research conducted for this thesis, the capability of p-DCPD aerogels to serve as a scaffold for
deuterium and tritium inside of an ablator shell used at the National Ignition facility was analyzed and

confirmed.

First, the compositions of different precursor solutions were tested and optimized to increase the
uniformity of thin aerogel films inside of a vial. The optimal composition for a 25 mg/cc p-DCPD aerogel
was found to be 15% norbornene and 0.2 wt.% Grubbs’ 1* generation catalyst and for a 50 mg/cc aerogel
10% norbornene and 0.1w.% catalyst, whereas the thickness of the film doesn’t seem to influence the
uniformity of the coated aerogel. The thickness dependency was, however, somewhat inconclusive, since
the repetition of the experiment lead to inconclusive results. The addition of a styrene-butadiene-styrene
(SBS) block copolymer also does not appear to have a noticeable effect. Delaying the gelation of the
precursor solution, however, gives the aerogel time to build up strength to withstand the shear forces
during rotation, providing another possibility to improve the uniformity of the film layers. It was also
found that a two-step polymerization of the precursor solution is not suitable for coating experiments of
ICF-targets. The aforementioned results led to optimized coating conditions of p-DCPD aerogels, which

were tested in high density carbon ablator shells.

For testing the aerogels inside of an ablator shell a filling standard was developed, which allows
reproducibly injecting 0.1-1 ul of the precursor solution into the ablator. Weight gain measurements
confirmed that the film layer thickness increases linearly with an applied pressure differential,

independent of the hole diameter.

The filled capsules and the dried aerogels were analyzed with Ultra Small Angle Scattering (USAXS) at

the Advanced Photon Source at Argonne National Laboratory. The aerogels withstand the wetting and
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freezing with hydrogen and do not show any signs of structural change after being coated inside of an

ablator shell or when exposed to the hydrogen.

Radiography results also confirmed that the dried aerogel layer inside of a high density carbon shell
withstands the wetting and freezing with liquid deuterium. Additionally it was shown that the wetting of

the foam occurs uniformly throughout the entire aerogel layer.

These experiments confirm that, with the examined composition, p-DCPD aerogels are feasible scaffolds

for deuterium and tritium inside of ablator shells used at the National Ignition facility.

Future research could investigate the wetting of an aerogel layer inside of a high density carbon capsule
with Ultra Small Angle X-ray techniques to examine potential changes on microscopic length scales
during the exposure with deuterium and tritium. Furthermore different compositions of the precursor
solution, which, for example, allow direct doping of the aerogel with different atoms, require further
gelation experiments. The experimental techniques used during the research for this thesis will help

characterize these newly developed compositions.
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